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BEIJING EMBFAN TECH.LIMITED 

 

 

ROOM 633 ZHONG TENG JIAN HUA BUSINESS BUILDING NO.64 JIAN CAI CITY ROAD HUI LONG GUAN 
TOWN CHANG PING DISTRICT BEJING CITY 

 

 
 

The following sample(s) was/were submitted and identified on behalf of the client as: 
 

 

Sample Description : (A)knitted top 

 

 
 

Sample Color : (A)pink/purple/white 

 

 

Composition : (A)100% COTTON 

 

 
 

Proposed Care Instruction : 

 

  

 
 

Sample Receiving Date : May 11, 2021 

 

 

Testing Period : May 11, 2021 - May 14, 2021 

 

     

 

Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 
sample(s) tested, for further details, please refer to the following page(s). 

 

 
 

Test Performed : Selected test(s) as requested by applicant  
 

 
 

Signed for and on behalf of 
 

 

SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd. 
 

      

     

     

      

 

York Yao (Account Executive) 
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Test Result 
 
 

Colour Fastness To Perspiration 

 

    

 

(AS 2001.4.E04-2005; ) 

 

    

 

Acid 

 

    

 

- Unit 
 

A-body A-collar Requirement 

Change in Shade Grade 4-5 4-5 - 

Staining On Multi-fibre Stripe  
 

 
 

 

 
 

 

- 

Acetate Grade 4-5 4-5 - 

Cotton Grade 4-5 4-5 - 

Polyamide Grade 4-5 4-5 - 

Polyester Grade 4-5 4-5 - 

Acrylic Grade 4-5 4-5 - 

Wool Grade 4-5 4-5 - 

Cross Staining Grade 5 - - 
 

  

    

 

Alkaline 

 

    

 

- Unit 
 

A-body A-collar Requirement 

Change in Shade Grade 4-5 4-5 - 

Staining On Multi-fibre Stripe  
 

 
 

 

 
 

 

- 

Acetate Grade 4-5 4-5 - 

Cotton Grade 4-5 4-5 - 

Polyamide Grade 4-5 4-5 - 

Polyester Grade 4-5 4-5 - 

Acrylic Grade 4-5 4-5 - 

Wool Grade 4-5 4-5 - 

Cross Staining Grade 5 - - 
 

  

    

 

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best. 
 

 
 

Colour Fastness To Washing 

 

    

 

(AS 2001.4.15-2006; Test No. J2, machine wash at 40±2°C with 4g/L ECE (B) and 1g/L Sodium Perborate 
solution with No Steel Balls) 

 

    

    

 

- Unit 
 

A-body+collar Requirement 

Change in Shade Grade 4-5 - 

Staining On Multi-fibre Stripe  
 

 
 

 

- 

Acetate Grade 4-5 - 

Cotton Grade 4-5 - 

Polyamide Grade 4-5 - 

Polyester Grade 4-5 - 

Acrylic Grade 4-5 - 

Wool Grade 4-5 - 

Cross Staining Grade 5 - 
 

  

    

 

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best. 
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Abrasion Resistance 

 

    

 

(AS 2001.2.25.2-2006; Martindale Abrasion & Pilling Tester, Pressure: 9kPa) 

 

    

    

 

- Unit 
 

A Requirement 

Endpoint Rubs >10000 - 
 

  

    

 

 

 

 
 

Sample Photo 

 

  

 

  

 

***End of Report*** 
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